TERNAL® EV

TERNAL®EV - rMUHO3EMUCTBIN LleMEHT,
crneumnanbHO paspaboTaHHbIA ANS U3roTOBNEHMUS
CaMOBbIPABHUBAIOLLMXCST  HAMOJMbHbIX CyXUX
CTpOUTENbHbIX CMECEN.

TERNAL®EV npou3BoaANTCA MOA  KOHTPOSieM
CMCTEMbI KayecTBa, COOTBETCTBYIOLLEN CTaHAApTY
ISO 9001.

YKasaHHble npefenbHble 3HaYeHus onpeneneHsbl
Ha OCHOBe JONYyCTUMOrO YPOBHSA kavecTsa B 2,5%,
Kak TpebyeT ctaHgapt ISO 3951.

TunuyHble 3HayYeHnss — 3To OObIYHLIM AvanasoH
XapakTepUCTMK NPOMbILLIIEHHOIO NPOAYKTa.

XumMmyeckum cocrtaB

Cneumndukaums

[Cceinka FC-TW-CH-RU-KRU-112006|

HencteyeT ¢ 01.03.2009

LiBeTt
TunUYHbIE 3HAYEHUS
L 64 - 69
a* 45 -65
b* 24 - 28

OCHOBHbIE KOMMOHEHTbI TunuyHble 3HaYeHns, %
Al,O3 33.5-375
Ca0O 47.5 -50.5
SiOy 3.5-6.0
Fe203 6.5-9.0

. OnpepgeneHo B cootBeTcTBMM ¢ EN 196-2: MeToapl
MCMbITaHNSA LEMEHTOB — XUMWUYECKMIA aHanu3 LeMeHTa

OucnepcHoCTb

TunNuyHble 3Ha4YeHns

MeHee 2.6 MKM

<10

OctaTtok Ha cute 90 MKM, %

<4

. OnpepgeneHo B cootBeTcTBUM ¢ EN 196-2: MeToabl
ncnbiTaHus LemeHToB — OnpedeneHne AUCNepCcHOCTU

00O KepHeoc,

CankT-MNeTepbypr, np. WaymsHa, 4, kopn. 1A

Ten. + 7 812 4489458

ISO 9001

®  |IseT uamepeH Ha nopouke. CIE Lab system, ceet D65.
CrtaHgapTHbIV yron namepexms: 10°.

Cnegyowas  nHdopMauma  HOCUT
NMH(OPMATUBHbIV XapakTep:

TOJbKO

1200-1400 kr/m3
2.5-2.6r/cm3

e HacbinHasa NnoTHOCTbL :

e [InoTHOCTb :

XpaHeHue

Kak 1 BCce rugpaBnuyeckme CBs3KW, TERNAL®EV
OOMKEH XPaHUTbCA B CYXOM MeECTe, XenaTernbHo,
He Kacasick 3emnn. B atom cnyyae TERNAL®EV
COXpaHAeT CBOWCTBA B TEYEHME MO MEHbLUEN
Mepe LecTu MecsLeB.

T Kerneos

ALUMINATE TECHNOLOGIES



